Material Codes for Aggregate (03-22-0745)

(Category Listing)

(MATT System Menu Selection: 02)

Asphaltic Concrete Aggregates

Material Codes

1992 2000 2006 Description
Eng | Met | Eng | Met E or M
445 | 545 [ wex | owex #+  |BIN SAMPLES FOR ASPHALTIC CONCRETE
431 | 531 | 631 | 731 831 |COARSE AGGR (CRUSHED GRAVEL) FOR ASPHALTIC CONCRETE MIX
433 | 533 | 633 | 733 833 |COARSE AGGR (SLAG) FOR ASPHALTIC CONCRETE MIX
434 | 534 | 634 | 734 834 |COARSE AGGR (STONE) FOR ASPHALTIC CONCRETE MIX
438 | 538 | 638 | 738 838 |COARSE AGGR (UNCRUSH GRAV) FOR ASPHALTIC CONCRETE MIX
430 | 530 | 630 | 730 830 |COARSE SAND FOR ASPHALTIC CONCRETE
444 | 544 | o | we x+  |CRUSHED COARSE AGGR FOR ASPHALTIC TREATED DRAINAGE BLKT.
432 | 532 | 632 | 732 x*  |CRUSHED SHELL FOR ASPHALTIC CONCRETE MIX
491 | 591 | e | ww x+  |EXPANDED CLAY AGGR FOR PATCHING ASPH CONC
435 | 535 | 635 | 735 835 |EXPANDED CLAY FOR ASPHALTIC CONCRETE MIX
436 | 536 | 636 | 736 836 |FINE SAND FOR ASPHALTIC CONCRETE MIX
439 | 539 | 639 | 739 839 |MINERAL FILLER FOR ASPHALTIC CONCRETE
437 | 537 | 637 | 737 837 |NATURAL SAND FOR ASPHALTIC CONCRETE MIX
440 | 540 | 640 | 740 840 |RECLAIMED ASPHALTIC PAVEMENT (RAP) FOR ASPHALTIC CONC.
441 | 541 | 641 | 741 841 |RECYCLED PCC FOR ASPHALTIC CONCRETE MIXTURES
442 | 542 | 642 | 742 842 |SAND GRAVEL FOR ASPHALTIC CONCRETE MIX
443 | 543 | 643 | 743 843 |SCREENINGS FOR ASPHALTIC CONCRETE MIX
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Material Codes for Aggregate (03-22-0745)

(Category Listing)

Concrete Aggregates

Material Codes

1992 2000 2006 DS P
Eng | Met | Eng | Met Eor M
470 | 570 | 670 | 770 870 FINE AGGREGATE (CONCRETE SAND)
471 | 571 | 671 | 771 871 GRADE A COARSE AGGR (GRAVEL) FOR CONCRETE
473 | 573 | 673 | 773 873 GRADE A COARSE AGGREGATE (RECYCLED PCC) FOR CONCRETE
472 | 572 | 672 | 772 872 GRADE A COARSE AGGREGATE (STONE) FOR CONCRETE
474 | 574 | 674 | 774 874 GRADE B COARSE AGGREGATE (GRAVEL) FOR CONCRETE
ok ** 1 600 | 700 ok GRADE B COARSE AGGREGATE (GRAVEL) FOR CONCRETE (06/03 SU SP)
476 | 576 | 676 | 776 876 GRADE B COARSE AGGREGATE (RECYC PCC) FOR CONCRETE
ok k1 691 | 791 ok GRADE B COARSE AGGREGATE (RECYC PCC) FOR CONCRETE (06/03 SU SP)
477 | 577 | 677 | 777 877 GRADE B COARSE AGGREGATE (SLAG) FOR CONCRETE
ok k1 693 | 793 ok GRADE B COARSE AGGREGATE (SLAG) FOR CONCRETE (06/03 SU SP)
475 | 575 | 675 | 775 875 GRADE B COARSE AGGREGATE (STONE) FOR CONCRETE
ok % 1 690 | 790 ok GRADE B COARSE AGGREGATE (STONE) FOR CONCRETE (06/03 SU SP)
478 | 578 | 678 | 778 878 GRADE D COARSE AGGREGATE (GRAVEL) FOR CONCRETE
ok k1 694 | 794 ok GRADE D COARSE AGGREGATE (GRAVEL) FOR CONCRETE (06/03 SU SP)
480 | 580 [ ok ok GRADE D COARSE AGGREGATE (RECYCLED PCC) FOR CONCRETE
479 | 579 | 679 | 779 879 GRADE D COARSE AGGREGATE (STONE) FOR CONCRETE
ok k1 695 | 795 ok GRADE D COARSE AGGREGATE (STONE) FOR CONCRETE (06/03 SU SP)
481 | 581 | 681 | 781 881 GRADE F COARSE AGGREGATE (GRAVEL) FOR CONCRETE
483 | 583 | 683 | 783 883 GRADE F COARSE AGGREGATE (RECYCLED PCC) FOR CONCRETE
482 | 582 | 682 | 782 882 GRADE F COARSE AGGREGATE (STONE) FOR CONCRETE
ok ** 1 685 | 785 885 GRADE P COARSE AGGREGATE (GRAVEL) FOR CONCRETE
ik % 1 689 | 789 889 GRADE P COARSE AGGREGATE (RECYCLED PCC) FOR CONCRETE
ok ** 1 680 | 780 880 GRADE P COARSE AGGREGATE (STONE) FOR CONCRETE
484 | 584 | 684 | 784 884 GRADE Y LIGHTWEIGHT AGGREGATE FOR CONCRETE
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Material Codes for Aggregate (03-22-0745)
(Category Listing)

Bedding Material Aggregates

Material Codes

1992 2000 2006 DS P
Eng | Met | Eng | Met EorM
468 | 568 [ *** ok ik CRUSHED GRAVEL FOR BEDDING MATERIAL
461 | 561 [ ** ik ik EXPANDED CLAY FOR BEDDING MATERIAL
467 | 567 | 667 | 767 867 GRANULAR MATERIAL FOR BEDDING
464 | 564 | 664 | 764 864 GRAVEL FOR BEDDING MATERIAL MIXTURES
463 | 563 | 663 | 763 863 SAND-AGGREGATE MIXTURE FOR BEDDING MATERIAL
462 | 562 | 662 | 762 ok SHELL BEDDING MATERIAL
466 | 566 666 | 766 ok SHELL FOR BEDDING MATERIAL MIXTURES
460 | 560 | 660 | 760 860 STONE OR RECYCLED PCC FOR BEDDING MATERIAL
465 | 565 665 | 765 865 STONE, RECYCLED PCC OR SLAG FOR BEDDING MATERIAL MIXES

Embankment & Base Course Aggregates

Material Codes

1992 2000 2006 Description
Eng | Met | Eng | Met EorM
ek [ owee | 605 705 805 BLENDED CALCIUM SULFATE FOR NONPLASTIC EMBANK
419 | 519 [ wx [ wex CRUSHED GRAVEL FOR BASE COURSE
418 | 518 | 618 | 718 818 MATERIAL FOR IN-PLACE STABILIZATION (IN-PLACE MAT'L)
412 | 512 | 613 | 712 812 RECYCLED PCC FOR BASE COURSE
w603 | 703 ok RECYCLED PCC FOR BASE COURSE - SUPP SPEC
407 | 507 | 607 | 707 807  |SAND CLAY GRAVEL FOR BASE COURSE (STABILIZED)
411 | 511 | 611 | 711 811 SAND CLAY GRAVEL FOR BASE COURSE (TREATED)
410 | 510 [ = | x> SAND CLAY GRAVEL FOR BASE COURSE (UNTREATED)
401 | 501 | 601 | 701 801 SAND FOR NONPLASTIC EMBANKMENT
414 | 514 | 614 | 714 SAND FOR SAND-SHELL BASE COURSE
408 | 508 | 608 | 708 SAND-SHELL BASE (STABILIZED)
417 | 517 | 617 | 717 SAND-SHELL BASE (TREATED)
416 | 516 | 616 | 716 ok SAND-SHELL BASE COURSE
404 | 504 [ = | SAND-SHELL FOR NONPLASTIC EMBANKMENT
402 | 502 | 602 | 702 SHELL FOR NONPLASTIC EMBANKMENT
415 | 515 | 615 | 715 SHELL FOR SAND-SHELL BASE COURSE
413 | 513 | 613 | 713 ok SHELL FOR SHELL BASE COURSE
499 | 599 [ 699 [ 799 899 SLAG FOR BASE COURSE
406 | 506 | 606 | 706 806 |STONE FOR BASE COURSE
ok || 604 | 704 804 |STONE FOR NONPLASTIC EMBANKMENT
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Material Codes for Aggregate (03-22-0745)

(Category Listing)

Miscellaneous Aggregates

Material Codes

1992 2000 2006 Description
Eng | Met | Eng | Met E or M
497 | 597 | 697 | 797 897  |AGGREGATE BACKFILL CRUSHED (SIZE 3) FOR UNDERDRAIN SYS.
496 | 596 [ 696 [ 796 896 |AGGREGATE BACKFILL UNCRUSHED (SIZE 3) FOR UNDERDRAIN SYS.
490 | 590 [ wex [ ek ok ANHYDRITE STONE AGGREGATE
ek e | 627 | 727 827 CRUSHED STONE FOR BACKFILL - TYPE A OR B
492 | 592 | 692 | 792 892 EXPANDED CLAY AGGR FOR DEICING
486 | 586 | 686 | 786 886 FINE AGGREGATE (MORTAR SAND)
488 | 588 | 688 | 788 888 GRANULAR BACKFILL FOR METAL PIPE
487 | 587 | 687 | 787 887 GRANULAR MATERIAL (OTHER THAN BACKFILL FOR METAL PIPE)
o I I 824 RAP FOR BACKFILL - TYPE A OR B (CONCRETE PIPE)
b I I 829 RAP FOR BACKFILL - TYPE A OR B (METAL PIPE)
woe | owe | 628 | 728 828 RECYCLED PCC FOR BACKFILL - TYPE AOR B
489 | 589 [ wwx [ wxk ok STONE FOR RUMBLE STRIPS
Surface Course Aggregates
Material Codes
1992 2000 2006 Description
Eng | Met | Eng | Met E or M
428 | 528 [ wx [ wxx ok CRUSHED GRAVEL FOR SURFACE COURSE
498 | 598 | 698 | 798 898 CRUSHED SLAG FOR SURFACE COURSE
421 | 521 | 621 | 721 821 CRUSHED STONE FOR SURFACE COURSE
426 | 526 | 626 | 726 826 RECLAIMED ASPHALTIC PAVEMENT (RAP) FOR SURFACE COURSE
425 | 525 | 625 | 725 825 RECYCLED PCC FOR SURFACE COURSE
423 | 523 | 623 | 723 823 SAND CLAY GRAVEL FOR SURFACE COURSE (LIME TREATED)
422 | 522 | 622 | 722 822 SAND CLAY GRAVEL FOR SURFACE COURSE (UNTREATED)

424 | 524 | 624 | 724

*kk

SHELL FOR SURFACE COURSE
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Material Codes for Aggregate (03-22-0745)

(Category Listing)

Surface Treatment Aggregates

Material Codes

1992 2000 2006 DS P
Eng | Met | Eng | Met EorM
446 | 546 [ *+* ok ik AGGREGATE FOR MICROSURFACING
447 | 547 | 647 | 747 847 SIZE 1 CRUSHED GRAVEL FOR SURFACE TREATMENT
448 | 548 | 648 | 748 848 SIZE 1 CRUSHED SLAG FOR SURFACE TREATMENT
449 | 549 | 649 | 749 849 SIZE 1 CRUSHED STONE FOR SURFACE TREATMENT
450 | 550 | 650 | 750 850 SIZE 1 LIGHTWEIGHT AGGREGATE FOR SURFACE TREATMENT
469 | 569 | 669 | 769 869 SIZE 1 UNCRUSHED GRAVEL FOR SURFACE TREATMENT
451 | 551 | 651 | 751 851 SIZE 2 CRUSHED GRAVEL FOR SURFACE TREATMENT
452 | 552 | 652 | 752 852 SIZE 2 CRUSHED SLAG FOR SURFACE TREATMENT
453 | 553 | 653 | 753 853 SIZE 2 CRUSHED STONE FOR SURFACE TREATMENT
454 | 554 | 654 | 754 854 SIZE 2 LIGHTWEIGHT AGGREGATE FOR SURFACE TREATMENT
455 | 555 | 655 | 755 855 SIZE 3 CRUSHED GRAVEL FOR SURFACE TREATMENT
456 | 556 | 656 | 756 856 SIZE 3 CRUSHED SLAG FOR SURFACE TREATMENT
457 | 557 | 657 | 757 857 SIZE 3 CRUSHED STONE FOR SURFACE TREATMENT
458 | 558 | 658 | 758 858 SIZE 3 LIGHTWEIGHT AGGREGATE FOR SURFACE TREATMENT

01/08




	Sheet1

